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ABSTRACT 
The influence of the temperature and precursor pressure on the defect density of single-walled carbon 
nanotubes (SWCNTs) grown by catalytic chemical vapor deposition was studied for several catalyst-
precursor couples. The SWCNT defect density was assessed by studying the Raman D band. In situ 
Raman monitoring was used to determine experimental conditions allowing the preparation of samples 
free of pyrolytic carbon and not altered by air exposure. The most striking feature is that the Arrhenius 
plots of the IG/ID ratio systematically display a convex shape, i.e. the apparent activation energy decreases 
with increasing temperature. From HRTEM observations and oxidation experiments, this evolution of the 
D band features is ascribed to the catalytic growth of long SWCNTs with few defects at high 
temperature and of short and defective SWCNTs and carbon structures at low temperature. The convex 
Arrhenius behavior is well accounted by two kinetic models: i) a model considering a change of 
intermediate states as a function of the temperature (for instance due to a phase transition of the catalyst 
particle or a change of intermediate carbon species), and ii) a model considering a high-temperature 
process of defect creation (for instance by reaction with reactive gas species).  
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1. Introduction 
Catalytic chemical vapor deposition (CCVD) is the most widely used technique for growing single-
walled carbon nanotubes (SWCNTs). It is also the most promising one in terms of upscaling and 
structural control. Despite that, it is commonly observed that as-grown SWCNTs contain a certain 
amount of defects. Controlling the defect density of SWCNTs (and graphene-type materials in general) is 
a key issue for the control of their properties. Defects severely affect the electronic and optical properties 
of SWCNTs [1,2], and are notably responsible for a drastic drop of conductivity [1].  By contrast, one 
can take advantage of defects to tune the electronic properties of SWCNTs [3]. Defects can also act as 
preferential sites of functionnalization and the density of defects is therefore a key parameter for 
controlling the density of grafted functions. Contrary to the dependence of SWCNT properties on 
defects, little is known about the elementary processes of defect creation during the nanotube growth and 
their potential role in the growth mechanism. Theoretically, the integration of a single defect may 
dramatically influence the growth of a one-dimensional crystal such as SWCNT. From Euler s rule, the 
integration of a single pentagonal or heptagonal ring will convert a growing tube into a cone. Therefore, 
the integration of a single defect may lead to the termination of the tube growth. Alternatively, the 
integration of a few defects may create an elbow connection and change the chirality of the growing tube 
[4]. In the simulations of nanotube growth, the formation of defective structures at the nanotube rim (e.g. 
chains, non-hexagonal rings  ) is commonly observed [5,6]. However, very long SWCNTs can be 
experimentally grown at growth rates as high as several tens of microns per second [7]. This suggests 
either a remarkably efficient mechanism preventing the formation of defects or a remarkably efficient 
mechanism of defect annealing.  
Raman spectroscopy is widely used to study defects in sp2 carbon-based materials [8,9], most 
commonly through the measurement of the intensity ratio of the defect-induced D band to the graphitic G 
band [10,11]. The D band is theoretically non-active in Raman scattering but is activated in the presence 
of defects through a double resonance process involving the elastic scattering of electrons by defects 
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[12,13]. The IG/ID ratio has been widely used to estimate the density of defects in nanotubes and 
graphene [12-16]. When the average distance between defects (LD) in graphene is larger than a few nm, 






where K is a parameter that depends on the laser energy [17].  When LD reaches a few nanometers, the 
defects start to coalesce causing the D band to broaden and IG/ID to decrease with increasing defect 
density. The D band is dispersive, i.e. its frequency ZD changes with the excitation laser energy, Elaser, 
with 'ZD/'Elaser ~ 50 cm-1/eV, a value that was shown to be almost independent of the type of sp2 carbon 
material [9]. The D-band profile is also dependent on the type and structure of the sp2 carbon material. 
For instance, Souza Filho et al. [18] showed that for SWCNTs, the frequency of the D band is dependent 
on the nanotube diameter following the general trend ZD = 1354.8-16.5/d for Elaser = 2.41 eV. For a 
SWCNT sample, this would translate into a D-band downshift of 10-20 cm-1 (depending on the diameter 
distribution) relatively to graphene and other flat sp2 carbon materials. For this reason, SWCNT display 
the lowest ZD of reported sp2 carbon materials (see Table S5 in Supplementary Information). The 
linewidth of the D band significantly depends on the type and structure of the sp2 carbon material. Owing 
to quantum confinement effects, an individual SWCNT usually displays a narrow D-band: the typical 
linewidth is 20 cm-1 [19] and can be as narrow as 7 cm-1 [20]. It follows that the D-band of a SWCNT 
sample is usually broader than the D-band of an individual SWCNT and that the linewidth depends on the 
diameter distribution of the sample. Single-layer graphene with a small amount of defects also displays a 
quite narrow D-band with a linewidth around 20 cm-1 which broadens for LD<5 nm [17]. Graphitic sp
2 
carbon materials (graphite polyhedral crystal, graphite whiskers) can also display D-band linewidth 
around 20 cm-1 [21] while less ordered materials (CVD multi-walled nanotubes [22], turbostratic carbon 
[21], short stacked graphene patches [23], polycrystalline graphite [24] amorphous carbon [25]  ) 
display a broad D band with linewidths ranging from 45 cm-1 to 100 cm-1.  
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Usually, the D band of a SWCNT sample is considered to be the sum of two contributions: one related 
to defects in the SWCNTs and another one related to defective carbon by-products. However, the exact 
nature of the defective by-products (pyrolitic amorphous carbon, catalytically-grown defective structures, 
carbon filaments, carbon shells  ) is not always known. Arepalli et al. reported that after a soft air 
treatment, the D-band linewidth of a SWCNT HiPCO sample decreased from ~60 to 30 cm-1 without 
modifying the nanotube diameter distribution [26]. Such observations support that both SWCNT and 
more defective carbon forms contribute to the D band of standard SWCNT samples. Even though the 
Raman signal of SWCNT is enhanced by several orders of magnitude by resonance effect, the 
contribution of highly defective carbon materials to the D band of a SWCNT sample could be non 
negligible for a sufficiently large amount of defective by-products. 
A few studies have been devoted to the growth parameter dependence of the IG/ID ratio. Vinten et al. 
reported ex situ Raman measurements showing that the IG/ID ratio increases with increasing growth 
temperature until an optimal temperature, then stabilizes and finally decreases at higher temperatures 
[14]. The temperature- and time-evolution of the IG/ID ratio were also studied by Kwok et al. [15] by ex 
situ Raman measurements. In agreement with Vinten et al., they reported that the IG/ID ratio increased, 
stabilized and then decreased with increasing growth temperatures. In addition, they showed that the 
decrease of the IG/ID ratio observed at high temperature was amplified when increasing the growth 
duration and attributed the phenomenon to the co-deposition of amorphous carbon at high temperature 
during SWCNT growth. By combining in situ thermal analysis and TEM observations, Feng et al. 
[14,15,27] confirmed that the co-deposition of defective carbon impurities was promoted at high growth 
temperatures and high precursor pressures. These studies essentially addressed the contamination of 
SWCNT samples by pyrolytic defective by-products. However, the processes controlling the type and 
density of defects integrated in the SWCNTs during their growth are still ill-understood. 
In a previous report [28], we observed a correlation between the characteristic time of growth 
termination and the defect density of the SWCNTs. We also observed that the IG/ID ratio followed an 
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Arrhenius-type regime as a function of the growth temperature. In the present article, we report a more 
systematic investigation of the temperature and precursor pressure dependence of the defect density 
during SWCNT growth for several catalyst-precursor systems by Raman spectroscopy. In situ 
monitoring by Raman spectroscopy allowed us to identify two phenomena masking the intrinsic Raman 
signatures of as-grown SWCNTs and to choose experimental conditions to prevent them. In these 
conditions, we observed that the temperature dependence of the IG/ID ratio systematically displays an 
unusual convex Arrhenius plot [29], i.e. two different Arrhenius regimes marked by lower activation 
energy at high temperature. Analyses of the D-band features coupled with HRTEM observations and 
controlled oxidation experiments were performed to identify the carbon nanostructures grown in each 
temperature domain. We find that long and few-defects SWCNT dominate the samples grown at high 
temperatures and low precursor pressure while low temperatures and high precursor pressures promote 
the catalytic growth of very short and defective SWCNTs. These experimental results are well accounted 
by two different kinetic models. Finally, we discuss the possible microscopic origins and the implications 
of these findings for the growth mechanism of SWCNTs. 
 
1. Materials and Methods 
Thin layers (5Å) of nickel or cobalt were deposited by evaporation or ion beam sputtering onto 5u5mm 
(100) silicon substrates with a 100 nm thermal oxide layer. CCVD experiments were achieved in a cold-
wall reactor cell (Linkam TS-1500 stage) equipped with a resistive heating crucible, an integrated 
thermocouple and a silica window allowing optical measurements. Four different carbon precursors 
(ethanol, methane, ethylene and acetylene) were investigated. Ethanol vapor was supplied into the 
reactor by bubbling argon (Air liquid class 2, 99.996%) through a thermostated ethanol flask (Fluka, 
99.8%). An additional diluting argon line was used to precisely adjust the partial pressure of the carbon 
precursor before introduction into the reactor cell. To prevent catalyst coarsening, each sample was pre-
treated in oxygen from room temperature to 700°C at a rate of 50°C/min [30]. The cell was then purged 
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with 1400 sccm of argon for 10 min while reaching the desired synthesis temperature. The growth was 
monitored in situ by Raman measurements with a micro-Raman spectrometer (Jobin Yvon T-64000, 
simple grating configuration). When no more evolution of the Raman spectra was observed, the cell was 
cooled to room temperature at 100°C/min. Typical synthesis times ranged from 1 to 30 min depending on 
the growth conditions. Before opening to air, Raman spectra of each sample were acquired at room 
temperature under argon flow. Raman measurements were performed at either 532 nm or 647 nm with a 
u50 objective lens. For HRTEM analysis, the samples were transferred to TEM grids by scraping the 
SiO2/Si substrates. HRTEM observations were carried out using a Zeiss Libra 200 FE (working at 
200kV) and two FEI Tecnai: a F20 (working at 200kV) and F30 (working at 80kV). 
 
2. Experimental results 
A first observation resulting from in situ Raman monitoring is that the intrinsic D band and IG/ID ratio 
of as-grown SWCNTs can be masked by extrinsic effects. Figures 1a-b shows two typical evolutions of 
the integrated intensity of the G and D bands as a function of the synthesis time. Most frequently, both 
intensities increase continuously and finally reach a plateau after a time ranging from several seconds to 
tens of minutes depending on the growth conditions (figure 1a). The same behavior was reported by Li-
Pook-Than et al. [31]. Consequently, the IG/ID ratio reaches a stable value at the end of the growth. In 
this case, the final value only depends on the growth conditions and does not depend on the growth 
duration. Noteworthy exceptions occur for high temperature and high precursor pressure growths, as 
shown in figure 1b. In these growth conditions, the G band goes through a maximum then slowly 
decreases while the D band keeps increasing slowly. Consequently, the IG/ID ratio continuously decreases 
with synthesis time. In these conditions, the value of IG/ID depends on the time at which the synthesis is 
stopped. The corresponding D band is very broad with a full width at half maximum (FWHM) of 100-
120 cm-1. It is worth noting that this behavior is accompanied by a progressive and continuous decrease 
of the Raman peaks of the silicon substrate. This behavior is in close agreement with the co-deposition of 
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amorphous carbon at high growth temperature observed by several groups and characterized by a 
decrease of IG/ID and a broadening of the D band at high temperature [15,16,32]. During our 
investigations, we only observed this behavior in the high temperature-high precursor pressure corner of 
the parameter range, which may be explained by the use of a cold-wall reactor. Hereafter, we only report 
on growth conditions that prevent this contamination by pyrolytic amorphous carbon (i.e. no increase and 
broadening of the D band with increasing temperature, no decrease of the G band and silicon peaks with 
increasing time). Under these conditions, the Raman spectra are characteristic of the carbon structures 
that have been catalytically grown and are not modified by the co-deposition of amorphous pyrolytic 
carbon. All the data presented in the following therefore correspond to the kinetic behavior presented in 
Figure 1a. 
 
Figure 1. Time evolutions of the intensities of G, D and of the G/D ratio (nickel-ethanol couple): a) 
standard behavior, b) high temperature-high pressure behavior. c) Evolution of the Raman spectra of 
SWCNT samples: as-grown (grey line), after 14h of exposition to air (green line) and after annealing 
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under Ar at 650°C (black line). The laser excitation line is 647 nm. All D bands are multiplied by a 
factor 10. 
 
We also observed that the D band and the IG/ID ratio of some samples were significantly modified after 
a few hours of exposition to air (Figure 1c). Just after opening the cell to air, no modification of the D 
band could be observed compared to the spectra measured under argon inside the cell. However, after 
several hours of air exposure, the D band could be increased by as much as a factor 8 (fig. 1c) and the 
IG/ID ratio decreased by a factor 10. The IG/ID ratio can be significantly (but not completely) recovered by 
annealing the samples under argon (fig. 1c). This phenomenon cannot be explained by a simple laser-
induced degradation of the SWCNTs under air because it only appears after several hours of air exposure 
and was then observed all over the sample even at the lowest laser power. We attribute this behavior to 
the slow adsorption of molecules present in the air. A similar phenomenon was observed by Shim et al. 
when exposing SWCNTs to pure oxygen [33].  For the present study, it is important to prevent this 
phenomenon in order to measure the intrinsic IG/ID ratio of as-grown SWCNT. For this reason, all the 
post-growth Raman data presented hereafter were recorded under argon just after cooling the sample to 
room temperature and before opening the cell to air. 
Figure 2a shows the evolution of the post-growth Raman spectra as a function of the synthesis 
temperature for the cobalt-acetylene couple. It is observed that the IG/ID ratio increases with increasing 
temperature (figure 2b). This is in agreement with the reports of Vinten et al. [12] and Kwok et al. [13] 
except that there is no decrease of the IG/ID ratio at high temperature since we focused here on growth 
conditions free of pyrolitic carbon deposition. Figure 2a shows that the D band is the sum of two distinct 
components: a narrow D1 peak at ZD1 ~ 1300 cm-1 and a broader D2 band at ZD2 ~ 1322 cm-1 (for a laser 
excitation line of 1.92 eV). The two components were fitted using Lorentzian features. Figures 2c and 2d 
show the evolution of the position and FWHM of each component, respectively, as a function of the 
reciprocal growth temperature. The positions of the components are essentially independent of the 
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growth temperature. The FWHM of D1 is about 30 cm
-1 and displays a weak variation with increasing 
temperature. The FWHM of D2 is ~75 cm
-1 at the lowest temperatures (650-675°C) and more markedly 
decreases with increasing temperature. Interestingly, D1 dominates the D band at high temperature while 
D2 dominates the D band at low temperatures (fig. 2b). As a consequence, the overall position of the D-
band progressively downshifts from ZD2 to ZD1 with increasing temperature. Figure S1 in Supplementary 
Information presents the same behavior at a different laser energy (cobalt-acetylene samples 
characterized at Elaser=2.33 eV). All the catalyst-precursor couples that we studied (nickel-acetylene, 
nickel-ethylene, nickel-methane, cobalt-ethanol, cobalt acetylene) displayed this overall downshift and 
narrowing of the D band with increasing temperature (see figure S2). Remarkably, the two components 
of the D band are best resolved for samples with the largest proportion of small-diameter SWCNTs as 
deduced from the radial breathing mode (RBM) profiles (figure 2a). 
 
Figure 2. SWCNT samples grown with the cobalt-acetylene couple: a) room-temperature Raman 
spectra as a function of the growth temperature, b) G/D ratio (diamonds) and proportion of the high 
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frequency component (D2) in the D band (triangles), c) positions and d) FWHM of the two components 
of the D band against inverse temperature. The laser excitation line is 647 nm. The dashed lines in fig. 
2b are fitted curves based on models A and B. 
 
Figure 3 shows Raman results for samples grown with another system (ethanol precursor and nickel 
catalyst) for which a systematic study of the influence of the precursor pressure and growth temperature 
was performed. A general observation is that the IG/ID ratio decreases with decreasing growth 
temperature and increasing precursor pressure (figure 3a). Figures 3b and 3c show typical Raman spectra 
of samples prepared at high and low temperatures, respectively. At high temperatures, the spectra are 
typical of SWCNT. In the range of RBM (150-350 cm-1), the whole bunch is quite intense and each RBM 
component is well resolved. In the range of tangential modes (TM), the G band displays two well-
resolved components (the so-called G- and G+ components [12]) and is much stronger than the D band. 
The FWHM of the D band is about 40 cm-1. By contrast, at low temperatures (fig. 3c), the G/D ratio is 
much lower, the RBM are weaker and the D band is broader (FWHM of about 70 cm-1). If one further 
decreases the temperature down to 500°C (see figure S3 in Supp. Info.), the RBM become extremely 
weak and ill-resolved, the D band broadens even more (FWHM ~ 100 cm-1) increases in intensity and 
while the G band broadens and does not display well-resolved G- component any more. 
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Figure 3. SWCNT samples grown with the nickel-ethanol couple: a) evolution of the G/D ratio as a 
function of temperature (T) and ethanol partial pressure, b-c) typical Raman spectra and d-e) HRTEM 
micrographs of samples prepared at high and low temperatures, respectively (see arrows). Note that 
pieces of amorphous SiO2 support are also visible in the micrographs. Only the four points in the high 
T-high P corner of fig. 3a display the behavior shown in fig. 1b; for those, fig. 3a plots the maximum 
value of IG/ID measured during the growth. 
 
Samples grown in the high- and low-temperature regimes were characterized by HRTEM (Fig. 3d-e 
and Fig. S3 in Supporting Information). From HRTEM observations, high-temperature samples 
essentially display long bundles of SWCNT (>200 nm) with negligible deposits of amorphous carbon on 
their walls. No DWCNT or MWCNT could be observed. The SWCNT grown at high temperatures 
appear very straight with few defects. By contrast, low-temperature samples display defective and 
extremely short nanotubes. Some SWCNTs can reach 30 nm in length but most of them are less than 10-
nm long.  SWCNT bundles are very scarce probably because there are too few long SWCNTs. Instead, 
the samples are dominated by agglomerates of very short and defective single-layer nanotubes mixed with 
catalyst nanoparticles. Their walls display several kinks but are essentially free of amorphous carbon 
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deposits. Some structures are so short and defective that they may not be qualified of tubes anymore but 
of nanohorns or nanobubbles instead. However, their single-layer structure supports a certain degree of 
order. They are frequently observed to be connected to catalyst particles attesting of their catalytic 
formation. 
Figure 4 shows the influence of the growth temperature and precursor pressure on the Raman features 
of samples grown with the nickel-ethanol system. The influence of the precursor pressure (P) on the IG/ID 
ratio is shown in figure 4a using a logarithmic scale for both axes. Contrary to varying the temperature, 
varying the precursor pressure has the advantage of only influencing the precursor supply and not all the 
other thermally-activated processes (decomposition, surface diffusion  ). The IG/ID ratio follows a power 
law dependence as a function of the precursor pressure both low (575°C) and high (800°C) temperatures 
but with different slope values: -0.54 and -0.32, respectively. Figure 4b shows the temperature 
dependence of the IG/ID ratio using an Arrhenius-type plot, i.e. ln (IG/ID) = f(1/T). The plot reveals that 
IG/ID increases with increasing temperature but according to two different Arrhenius-type laws at high 
and low temperatures. The associated activation energies are 0.3 eV and 1.3 eV above and below 680°C, 
respectively. The two regimes are also clearly observed in the temperature dependence of the frequency 
and linewidth of the D band (fig. 4c,d). Above 680°C, the frequency and FWHM of the D band are 
constant and close to 1328 cm-1 and 44 cm-1, respectively (at Elaser = 2.33 eV) . By contrast, under 
680°C, both the frequency and FWHM of the D band increase with decreasing temperature. All the 
catalytic systems that were investigated displayed these two distinct regimes in the temperature 
dependence of IG/ID, ZD and D-FWHM (see fig. S2). The apparent activation energies of IG/ID measured 
for the different systems are in the range of 0.1-0.7 eV at high temperature and of 1.3-3.5 eV at low 
temperature (see table 1). Evidence of the existence of these two regimes can also be found in the 
literature. For instance, plotting the data of Kwok et al. [15] in an Arrhenius plot (see figure S4 in Supp. 
Info.) reveals two distinct regimes with activation energies of 0.1 eV and 1.3 eV at high and low 
temperatures, respectively. Studying samples grown with the ethanol-cobalt couple, Vinten et al. [14] 
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also identified a change of regime in the temperature dependence of IG/ID with an activation energy of 1.1 
eV at low temperature, comparable to the value that we measured. 
 
 
Figure 4. SWCNT samples grown with the nickel-ethanol couple: a) precursor pressure dependence of 
the G/D ratio at 575°C and 800°C, b) Arrhenius plot of the G/D ratio at PEtOH = 59 Pa, c) evolution of 
the frequency and d) of the linewidth of the D band. The laser energy is Elaser = 2.33 eV. The dashed 
lines in fig. 4a-b are fitted curves based on models A and B. 
 
Additional measurements were performed to assign the two components of the D band. First, we 
measured a reference sample of raw HiPCO SWCNT with a diameter distribution ranging from 0.7 to 1.3 
nm. The FWHM of the D band was 45 cm-1 and its position was 1332 cm-1 (Elaser=2.33 eV). From Gao et 
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al. [19], an individual SWCNT has a D-band FWHM of about 20 cm-1 and its frequency can shift by 
about 30 cm-1 depending on its diameter (see also [26]). From the literature data, no broadening of the D 
band is expected with increasing the defect density as long as LD>5nm, which would correspond to a 
IG/ID ratio of ~0.3 [34-36]. From these data, it can be inferred that the D-band FWHM of a standard 
SWCNT sample should be less than 50 cm-1. In contrast, a sample of pyrolytic carbon measured in the 
same experimental conditions displayed a FWHM of 120 cm-1. Second, two samples were subjected to 
oxidizing treatments under oxygen: i) a sample grown at low-temperature whose D band is dominated by 
the D2 component and ii) a sample grown at high temperature whose D band is dominated by the D1 
component. For both samples, the D1 component becomes more dominant with increasing oxidation time 
(see figure S6). The higher reactivity of the D2-related carbon structures to oxygen suggests a higher 
density of defects. After the oxidative treatment, the characteristic Raman features of SWCNTs (RBM, 
G-) were still observed without significant modification of the mode profiles. 
From these data, the low-frequency D1 component is assigned to long SWCNTs with few defects (i.e. 
LD larger than 4-5 nm). The low frequency of D1 is attributed to the diameter effect specific of SWNTs 
[18] (see Table S5 in Supplementary Information for a comparison of different sp2 carbon materials). This 
attribution rationalizes why D1 and D2 are best resolved for the samples displaying the smallest diameter 
SWCNTs (i.e. cobalt-acetylene samples). It also agrees with the HRTEM observations that high-
temperature samples consists of long and relatively defect-free SWCNTs.  
Based on HRTEM observations, the broader and higher-frequency D2 band is assigned to very short 
and defective SWCNTs that dominate at low temperature. A higher density of defects is supported by the 
higher reactivity of the D2-related structures to oxidation. The upshift of the D2 component cannot be 
attributed to large diameter SWCNTs because it would disagree with the evolution of the SWCNT 
diameters from RBM profiles (see figure 2 and [30]). From the literature on graphene, a broadening of 
the D band without any significant shift is observed when LD decreases down to a few nanometers [17]. 
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These D-band characteristics of highly defective graphene sheets are in good agreement with the 
observed features of the D2
 component. 
3. Modeling 
From these observations, long and few-defects SWCNTs are preferentially grown at high temperature 
while catalyst particles produce short and defective single-walled carbon nanotubes and nanostructures at 
low temperature. This is a standard observation in non-catalytic thin film deposition techniques (MBE, 
PVD, CVD  ) that the crystalline quality of the film decreases with decreasing deposition temperature 
and increasing precursor supply [37,38]. This behavior is usually attributed to the kinetic competition 
between the supply of the gaseous precursor and the rearrangement of the surface intermediates. 
Experimentally, the apparent reaction orders nHT and nLT are negative, which means that increasing the 
supply of carbon increases the density of defects. Conceptually, this may be explained by considering that 
an excessive supply of carbon atoms tends to freeze the intermediate carbon structures, a phenomenon 
that is commonly observed during growth simulations [5,6]. In other words, the precursor pressure 
dependence may be explained by an inappropriate balance between the characteristic times of carbon 
supply and of annealing of the intermediate defective structures. However, this explanation alone cannot 
account for the temperature transition of the Arrhenius plot and for its convex shape. Convex Arrhenius 
plots usually put severe constraints on the possible microscopic models [29]. Hereafter are proposed two 
possible models that do reproduce the parameter dependence of the IG/ID ratio. 
In these models (figure 5), the molecules of gaseous carbon precursor (P) decompose at the surface of 
the catalyst particle to form reactive surface carbon species (C). Surface mobility allows those to create 
intermediate carbon structures at the nanotube rim. Model A (figure 5a) considers two possible 
intermediate states in rapid equilibrium: ILT and IHT dominant at low and high temperatures, respectively. 
For example, the intermediate states may differ by the configuration of the carbon atoms (e.g. pentagons, 
hexagons, heptagons, carbon chains  ) or by the state of the catalyst (solid/liquid, metal/carbide  ) as 
discussed later. By addition of carbon atoms, both intermediate states can be converted into either a sp2 
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hexagonal ring or a defective ring integrated in the nanotube wall. Model B (figure 5b) considers only 
one intermediate state. As in model A, this intermediate state can be converted and integrated in the 
nanotube as either a sp2 hexagonal ring or a defect. However, model B considers two possible 
mechanisms of defect creation: a low-activation-energy path dominant at low temperature and a high-
activation-energy path dominant at high temperature. The nature of those mechanisms is left open by the 
kinetic model. As an example, the low-activation-energy path may correspond to the creation of defects 
promoted by carbon atoms only while the high-activation-energy path may correspond to the creation of 
defects assisted by reactive foreign species like water or oxygen. 
 
Figure 5. a) Model of defect integration with two intermediate states in equilibrium (model A). b) Model 
with two mechanisms of defect integration (model B). 
Both models assume that, once the defects are fully integrated into the nanotube, their annealing is 
negligible at the considered growth temperatures. An additional step of deactivation could be added as 
for instance, in the model developed by Puretzky et al. [39]. However, this improvement would not 
modify the defect densities predicted by the models. To keep the models simple, the growth deactivation 
is therefore not considered here. 
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We now focus on the concentration ratio H/D of hexagonal rings to defects in the steady state regime 
and the resulting evolution of IG/ID predicted by the models. As detailed in Supplementary Information, 
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Relations (1) and (2) both display Arrhenius-like dependences with respect to temperature and power 
law dependences with respect to the precursor pressure. The apparent pre-exponential factors, activation 
energies and reaction orders are different between high and low temperatures due to the change of 
reaction intermediates. Since the model puts no constraint on the relative order of ELT and EHT, a convex 
Arrhenius plot is allowed. 
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activation energy, respectively; nx  is the reaction order associated to surface carbon for the elementary 
step x . 
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As in model A, relations (3) and (4) both display Arrhenius-like dependences with respect to 
temperature and power law dependences with respect to the precursor pressure. In the case of model B, 
the change of apparent pre-exponential factors, activation energies and reaction orders between low and 
high temperature originates from two different mechanisms of defect creation. Since the model is based 
on E3  < E5 , it follows that E HT < E LT and that model B corresponds to a convex Arrhenius plot. 
The expressions of the parameter dependence of IG/ID obtained from model A an B are mathematically 
equivalent. Using these relations to fit the experimental dependence of IG/ID for the different catalyst-
precursor couples (fig. 2b, 4a-b, S2, S4) provides an excellent agreement. The obtained parameter values 
are summarized in Tables 1 and 2. 
Couple EHT (eV) ELT (eV) nHT nLT AHT ALT Threshold temperature (°C) 
Ni   ethanol 0.32 (0.06) 1.3 (0.1) -0.32 (0.02) -0.54 (0.03) 5.0 (0.7) 16 (1) 680 
Table 1. Fit parameters of the temperature and precursor pressure dependences of IG/ID for the 
nickel-ethanol couple. 
Couples EHT (eV) ELT (eV) Threshold temperature (°C) 
Ni   methane 0.7  +/- 0.1 1.5  +/- 0.4 625 
Ni   ethylene 0.3  +/- 0.1 1.4  +/- 0.1 625 
Ni   acetylene 0.4  +/- 0.1 2.3  +/- 0.1 600 
Co   ethanol 0.4  +/- 0.1 1.1  +/- 0.1 700 
Co   acetylene 0.1  +/- 0.1 3.5  +/- 0.1 700 
Table 2. Apparent activation energies at high growth temperatures (EHT) and low growth 




Both kinetic models are found to reproduce the experimental dependence of the density of defects. The 
modeling work significantly reduces the range of possible mechanisms but does not yet allow us to 
determine which one is the actual mechanism. Some suggestions and comments can still be made. 
From model A, a first possibility is that the change of reaction path results from a phase transition of 
the catalyst. The solid or liquid state of the catalyst particle during nanotube CVD growth is still a 
debated question. Due to the Gibbs Thomson effect [40], the melting temperature of catalyst 
nanoparticles of 1-2 nm can be depressed by up to 700-800°C as confirmed by calorimetry measurements 
[41]. Carbon uptake can further depress the melting temperature of the nanoparticles [42]. For low 
temperatures (e.g. 480°C), recent in-situ transmission electron microscopy studies show the presence of 
lattice planes in the catalyst nanoparticles supporting that the catalyst particle was in the solid state 
[43,44]. It is therefore reasonable to assume that the melting temperature of the catalyst nanoparticles 
lies in the studied range of temperatures (600-900°C). Experimentally, we observed threshold 
temperatures in the range of 600-680°C for nickel catalyst and in the range of 700-725°C for cobalt 
catalyst. 
From model A, another possibility is a change of the carbon intermediates involved in the formation of 
the hexagonal network. Different types of carbon intermediates have already been considered such as 
adatoms, dimers, linear chains, pentagons, hexagons or heptagons. The conversion of carbon 
intermediates is frequently observed during growth simulations. For instance, Ohta et al. reported that 
short carbon chains frequently lead to the intermediate creation of pentagons and heptagons [45]. 
Pentagon-to-hexagon conversion was also observed to take place with the help of short-lived linear 
chains [46]. Interestingly, the nature of the dominant intermediates was observed to depend on the 
growth temperature [45]. 
From model B, a third possibility is a thermally-activated mechanism of defect creation. In presence of 
carbon and catalyst only, simulations show that defects tend to be thermally annealed [47]. However, the 
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presence of additional compounds (water, oxygen, hydrogen  ) present as additives, by-products or 
contaminants may promote the creation of defects at high-temperature. For instance, nitrogen-
substitution is observed when growing graphene or carbon nanotubes in presence of NH3 [48] or N2 [49]. 
Studying the growth temperature dependence of IG/ID at controlled and varied amounts of additives 
would help assessing this hypothesis.   
5. Conclusion 
We reported on the evolution of the defect density of SWCNT grown by CCVD by measuring the IG/ID 
ratio of samples grown in a large range of temperature and precursor pressure and from different 
catalyst-precursor couples. In situ Raman monitoring shows that the intrinsic IG/ID ratio of as-grown 
SWCNTs can be masked by the deposition of amorphous carbon or modified by exposure to air. 
Concerning the influence of the catalyst nature on the defect density of nanotubes, nickel was 
systematically found to favor a lower density of defects than cobalt in similar experimental conditions. 
This is in agreement with the higher carbon affinity of cobalt that favors both a more rapid dissociation of 
the carbon precursor molecules and a lower surface mobility [50]. Concerning the influence of the carbon 
precursor, the defect density mainly depends on the reactivity of the precursor and on the partial pressure 
at which it is used. It is difficult to determine from our data the extent to which the precursor 
composition (e.g. oxygen content) also influences the defect density. In experimental conditions 
preventing these phenomena, the temperature dependence of the IG/ID ratio systematically displays a 
convex Arrhenius plot, i.e. two different Arrhenius regimes with a lower activation energy at high 
temperature. The change of regime is also apparent in the characteristic features (frequency and 
linewidth) of the D band. The precursor pressure dependence of IG/ID displays a power law whose 
reaction order decreases with increasing temperature. These results are correlated with HRTEM 
observations showing that long SWCNTs with few defects are grown in the high temperature regime 
while very short and defective SWCNTs are grown at low temperature. The convex Arrhenius behavior 
is well accounted by two different kinetic models: i) a model considering a change of intermediate states 
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as a function of the temperature (for instance due to a phase transition of the catalyst particle or a change 
of carbon intermediates), and ii) a model considering the activation of second process of defect creation 
at high temperature (for instance due to the reaction with reactive gas species). Generally speaking, these 
findings support that disordered structures at the nanotube rim are important intermediates of nanotube 
growth that should be explicitly considered in atomic-scale growth models. 
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SUPPORTING INFORMATION AVAILABLE 
Complementary Raman, HRTEM data, Arrhenius plots for all catalyst-precursor couples studied, 
detailed demonstrations for models A and B. 
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FIGURE CAPTIONS  
Figure 1. Time evolutions of the intensities of G, D and of the G/D ratio (nickel-ethanol couple): a) 
standard behavior, b) high temperature/high pressure behavior. c) Evolution of the Raman spectra of 
SWCNT samples: as-grown (grey line), after 14h of exposition to air (green line) and after annealing 
under Ar at 650°C (black line). The laser excitation line is 647 nm. 
 
Figure 2. SWCNT samples grown with the cobalt-acetylene couple: a) room-temperature Raman 
spectra as a function of the growth temperature, b) G/D ratio (diamonds) and proportion of the high 
frequency component (D2) in the D band (triangles), c) positions and d) FWHM of the two components 
of the D band against inverse temperature. The laser excitation line is 647 nm. The dashed lines in fig. 
2b are fitted curves based on models A and B. 
Figure 3. SWCNT samples grown with the nickel-ethanol couple: a) evolution of the G/D ratio as a 
function of temperature (T) and ethanol partial pressure, b-c) typical Raman spectra and d-e) HRTEM 
micrographs of samples prepared at high and low temperatures, respectively (see arrows). Note that 
pieces of amorphous SiO2 support are also visible in the micrographs. Only the four points in the high 
T-high P corner of fig. 3a display the behavior shown in fig. 1b; for those, fig. 3a plots the maximum 
value of IG/ID measured during the growth. 
Figure 4. SWCNT samples grown with the nickel-ethanol couple: a) precursor pressure dependence of 
the G/D ratio at 575°C and 800°C, b) Arrhenius plot of the G/D ratio at PEtOH = 59 Pa, c) evolution of 
the frequency and d) of the linewidth of the D band. The laser energy is Elaser = 2.33 eV. The dashed 
lines in fig. 4a-b are fitted curves based on models A and B. 
Figure 5. a) Model of defect integration with two intermediate states in equilibrium. b) Model with two 





Table 1. Fit parameters of the temperature and precursor pressure dependences of IG/ID for the nickel-
ethanol couple. 
Table 2. Apparent activation energies at high growth temperatures (EHT) and low growth temperatures 
(ELT) for different carbon precursor-catalyst couples. 
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